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Add: Go Dau Industrial Zone, Phuoc Thai Village,
Long Thanh Dist, Dong Nai Province, VN

CONG TY TNHH CONG NGHIEP ROCK TEAM (VIET NAM)

ROCK TEAM INDUSTRY (VN) CO., LTD.
Pja chi: KCN Go D4u - X& Phudc Théi - Huyén Long Thanh, Tinh Béng Nai.

SPECIFICATION OF ZIRCONIUM SILICATE

1 Product Code: RZ-140

2 Typical Chemical Analysis:

Characteristic Test method Content

2.1 Zirconium oxide content ZrO+(HfO;), % (m/m) |TCVN 7368 : 2007 min 54
2.2 Silicon dioxide content (SiO,), % (m/m) |TCVN 6533 :1999 38.70
2.3 Oxide titan content (TiO,), % (m/m) [Ref. AOAC 2010 (990.08) - ICP 0.13
2.3 Aluminum oxide content (Al,0s), % (m/m) |Ref. AOAC 2010 (990.08) - ICP 0.90
2.4 Iron oxide content (Fe,0s), % (m/m) |Ref. AOAC 2010 (990.08) - ICP 0.07

e B T :
2.6 Partical Size Distribution D50 £ 1.50 pm
(Details as attached chart) D95 <5.10 pm

3 Typical Physical Property:

Chemical Formular ZrSi0, Crystal System Tetragonal
Colour _ |wWhite Melting Point 3 2,200~2,500°C |
Specific Gravity 4.6~4.8 Flash Point * |None
Bulk Density 2,600"“1’.,900Kg/m3 Exploration Limit None
Hardness (Mohs) 7.5 Volatise None
Reactivity Inert Solubility (water) Insolution

4 Manufacturer:

5 Package: 25Kg paper bag

TEL: 84-0251-3541099-101
FAX: 84-0251-3541098

ROCK TEAM INDUSTRY (VN) CO., LTD.

Web site: http: //www.rock-team.com
Email : import-export@rockteamvn.com



HORIBA LA 300 for Windows(TM) Ver.3.71 ROCK TEAM

LA-300 system for Windows

Sample Name :RZ-140 Median : 1.4221 (um)
Filename 18252718050718 Mean . 1.9211 (um)
Circulation Speed 7 Mode . 1.6113 (um)

Ultra sonic :02:24

Laser T% : BR.B (%)

Form of Distribution :Standard

R.R.Index :1.80-0.001 7/5/2018 6:27 PM

Diameter on % :(1)5.000 (%)- 0.,4517 (pm) (7)70.00 (%)- 2.0696 (pm)
(2)10.00 (%)- 0.5549 (um) (8)80.00 (%)- 2.5842 (um)
(3)20.00 (%)- 0.7510(pm) (9)90.00 (%)- 3.6321 (pm)
(4)30.00 (%)- 0.9545 (um) (10)95.00 (%) 5.0157 (pm)
(5)40.00 (%)- 1.1784 (pm)
(6)80.00 (%)~ 1.7056 (um)
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No. Diameter (um) g (%) Upper % No. Diameter(um) g (%) Upper % No. Diameter{pm) g (%) Upper %
1 DRdas 0.000 0.000 28 4.472 2,157 93.662 55 174.616 0.000 100.000
2 g.131 0.000 0.000 29 5,122 1.583 95.245 56 200.000 0.000 100.000
3 0.150 0.000 0.000 30 5,867 1,190 96.436 57 229.075 0.000 100.000
4 0.172 0.000 0.000 31 6.720 0.904 97.339 58 262.376 0.000 100.000
5 0.197 0.000 0.000 32 7.697 0.683 98.023 59 300.518 0.000 100.000
[ 0.226 0.000 0.000 33 8.816 0.536 98.559 60 344,206 0.000 100.000
7 0.259 0.000 0.000 34 10.097 0.420 98.980 61 394.244 0.000 100.000
8 0.296 0.364 0.364 35 11.565 0.329 99.309 82 451.5586 0.000 100.000
9 0.339 0.753 1,117 36 13.24¢ 0.255 99.564 63 517.200 0.000 100.000
10 0.389 1.374 2,490 37 15.172 0.183 925757 64 592,387 0.000 100.000
11 0.445 2.182 4.673 38 1 K S Y 0.142 99.899
12 0.510 3.004 15630 39 19.904 0.101 100.000
13 0.584 3,713 11.390 40 22,797 0.000 100.000
14 0.669 4,318 15,708 1 26.111 0.000 100,000
15 0.766 5.021 20729 42 29,907 0.000 100.000
16 0.877 2957 26.286 43 34.255 0.000 100.000
17 1.005 5.978 32.265 44 39.234 0.000 100.000
18 ) A R 6.505 38.770 45 44.938 0.000 100.000
19 1.318 7.067 45.836 46 51.471 0.000 100.000

20 1.510 7.453 53.289 47 58,953 0.000 100.000

21 1.729 7.472 60.761 48 €7.523 0.000 100.000

22 1.981 7.142 67.904 49 F1.5339 0.000 100.000

23 2.269 ©.486 74.390 50 88.583 0.000 100.000

24 2.599 5.848 80.238 51 101.460 0.000 100.000

25 2.976 4,771 85.008 52 116,210 0.000 100.000

26 3.409 3671 88.680 53 133.103 0.000 100.000

27 3.905 2.825 91.505 54 152.453 0.000 100.000



